
Test Conditions: 
•AccuForce CADET Force Cadet Gage – mfg. by Ametek, Mansfield & Green Divison 
•PVC End Cap, barbed – ½” O.D. 
•EPDM Heater Hose – 5/8” I.D. SAE 20R3 Class D2 
•% Reduction of Friction =[(B – A)/B] X 100% 
–A = lbs required to remove lubricated parts from end cap 
–B = lbs required to remove dry hose from end cap 
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